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TEST REPORT

Nitinbhai Nakum - 5355755548
: Ch€mlcal Analysis by opticalEmission Spectrometer
: chemicalT€sting (Metal&Alloys), copp€r & ltsAlloys
: Ootical Emission Spectrometer MetalPower Metavision- 1008i"
: T€moerature - 23.0'c & Humiditv -45% RH

: Test Piece

FORM:21

Name & Address of customet

contad oetails of customer
Type of Test
Discipllne & Group
Instrument Utilized
lnstrument t,tilized
fCustomer Reference / SRF No.
f Condition ofSample
s Material Specifi cation
Test Method
f ldentification of Sample

Elements

% Tin (sn)

% rron (Fe)

% Manganese (Mn)

statement of Conformity: --

: NAKUM INDUSTRIES,

JAYOEEP COMPLEX, GROUND FLOO& SHOP NO,7, OPP. BHARAT HYDRAUTIC,

MOON NAGAR MAIN ROAD, MORBI, GUJARAT _ 353541.

lS 613:2000 Grade Pure copper
BS EN 15079 -2015
6 mm Bar

Testlng result of Semple underTestlng

Results

0.0839
o.o271
0.0146

Requlred value

Min Max

Visa

d'4
ewed & Authorized byRevi

Dee k (Laboratory Head)ra

- END OF REPORT-

Note: {1)sampkh) not drawn byGMFTL(2)Ihe result5lined in Test Repon are for the submitted smpletand for t€sted pa.aneterronly,

{3) Tesr Reporrshall nor be reproduced except intullwithoul the wntt€n appbvalof Laborarory, {4) GMETLis notfina.cialliabilitydueto anv

of omGsion or ercr made, {s) sample will be disposed after one month,from the date ofisle of tett report (6) { information provlded by

I Maninagar - 1,

O +9r 9979s 37tLz
Plot, Raikot - 360004,

@ www.gujaratmetallab.com
Near Ashok Garden, Anand Bunglow chowk, Mavdi

t! gujaratmetal.equipmentslab@gmail.com
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AS PER ISO / ICE : 17025

oate of Receipt Date of Testing Reoort No. Dateoflssue Ul"R No, PaEe No.

01/0312026 o7lo3l2025 GMETr-26/0209-1 01/0312026 1of 1

TEST REPORT FORM:21

: NAKUM INDUSTRIES,

JAYDEEP COMPIEX, GROUND FLOOR, SHOP NO. 7, OPP' BHARAT HYORAU q
MOON NAGAR MAIN ROAD, MORBI, GUJARAT-363641.

Name &Addrcss of Customer

Contact D€tails of Customer
Type of Test
Dlscipline & GrouP

Instrument utlllzed
Instrument Utillzed
#cusiomer Reference / sRF No,

# Condition of Sample

# Material speclf ication
Test Method
s ldentificatlon of samPle

Testing result ofSample under Testing

Nitinbhai Nakum- 635s766648
chemlcal Analysis by Optical Emission Speclrometer

ChemicalTesting (Metal &Alloys), Copper & lts Allovs

ODtical Emission Spectrometer Metal Pow€r Metavision - X008i-

: Temperature - 23.0'c & Humidity -45% RH

lS 513:2000 Grade Pure CoPPer

BS EN 15079 -20X5

6 mm Bar

Elements

% Nickel (Nil

% AntimonY (sb)

%Zinc lzn)
%Zirconium (zt
% CoPPer (Cu)

Stet€ment of Conformity: --

Results

0.1119

0.0783
0.0900
0.054s

99.3285

dA}Fl,

Reviewed & Authorized bY

Visapara Deepak (LaboratoJy Head

- END OF REPORT.
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s and ior rested PaEm*ds only'
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